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Colour: white

Determination of antibacterial activity - Agar diffusion plate test
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TEST RESULTS:
Aqueous gel ANSILVER® - T containing AgCl
Colour: white
Characteristics Test Measqrmg Growth Assessment
method unit
Determination of K. pneumoniae |"on ood effect
: Honor EN ISO i (0Z<1mm) |®
antibacterial activity - Growth
Agar diffusion plate test 20645 S. aureus none good effect
) (IZ <1 mm)

1Z ... inhibition zone
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